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Fig. 4. EBSD phase mapping images of S-casted HT alloy (a-g) and S-casted ZT alloys (h-n) in initial forming phases of suction-on part as shown 
in Fig. 1c (EBSD images (a,h), total image mappings (b,i) Pd3Ti (red :(c,j)), CuTi2 (green:(d,k)), SnTi3 (yellow:(e,i)), Ti (orange:(f,m)), CuHf2 
(cyan: (g)) and CuZr2 (cyan:(n)).

Fig. 5. Etched surfaces of S-casted HT alloy (a-c) and ZT alloy (d-f) in suction-on part as shown in Fig. 1c






